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ALTON HAMPSHIRE GU34 3DP

PRODUCT

ALUMINUM ALLOY WIRE
FOR MIG WELDING

NO8740&830788951 43 CTNS
SPECTALISED WELDING PRODUCTS —[REQUIREMENTS

LREPORTED STRENGTH VALUES ARE STATISTICAL DATA DERIVED

FROM ROUTINE TESTING OF THE ITEM IN QUESTION.

BRAND MARK INSPECTOR STAMP
AWS ER4043 MIG A5 #%:- 4_&
1_. < ( :
. FaXal AYAY

DESTGNATION lkummndzjmmﬂa iu.é.a‘m of the order.
ER4043
[DATE OF LOADING TERMS OF DELIVERY
DEC.09,2009 at factory FOB SHANG HAIL CHINA
[LOT NO. Spec. N.WEIGHT PCS. MFG. DATE |

94663110 1.0mm 6Kg /D300 18  KGS 3 CTNS W46,2009

94663112 1.2mm 6Kg /D300 240 KGS 40 CTNS W46,2009
[CHEMICAL COMPOSITION
LOT NO Si Fe Cu Mn Mg cr Zn Ti

94663110 5.002 0.03 0.02 0.01 0.010 - 0.02 0,02

94663112 5.002 0.03 0.02 0.01 0.010 . 0.02 0.02

TEST RESULT Typical Values
TENSILE TEST IMPACT TEST
LOT NO Rp0.2/ReH Rm AS TEMP. KV
N/mm2 N/mm2 % T ]

~ THE REQUIREMENTS STIPULATED ARE SATISFIED.
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