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Test Cenification of Aluminium Welding Wire
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Diameter
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Chemical Component of Final Production Ext. Surface
IE Si #Fe # Cu & Mn Mg £ Cr {¥Zn $Ti |Dimension| Quality
il 5~6.0 | 0.8 0.3 0. 05 0. 03 - 0.1 0.2
Reguirenment
= a# | 4k
57 : 9 9 Ly
Rod of wire 4. 920 0. 110 0. 020 0. 010 0. 020 0,010 0. 020




