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TEST CERTIFICATE
SWP Date of Delivery: Oct 23 2008
ltem Code |PartNo  |LotNo [Diameter |C |Si [Mn |S [P |Cr |Ni |Mo |Ti 'Nb
149? E;TQELEEE | 810065 2.4mm Iﬂ.ﬂzﬂ 0.0 1.62 0013 10024 | 184 111 2.02 e "W iy
+okg | |

Test Standard: YB/T5092-1996




